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Prime Contractor: American Bridge/Fluor Enterprises, a JV Report No: DPJ-000582
Contractor: Zhenhua Port Machinery Company, Ltd (ZPMC), Changxing Island Dated: 14-Jan-2008
Location: Changxing Island, Shanghai, China

Submittals(New / Total): CWR's:  / HSR's:  /  NCR's:  /  

Item Title Detail

1 Major component movement OBG Production:

Tack welding flanges to floor beams,

Performing repairs to floor beams,

Performing flatness checks and heat straightening of skin panels.

77m Tower Mock-up:

Welding skin plate to skin plate corner welds.

89m Tower Mock-up:

Moved to Tower Fabrication Shop on Sunday,

Welding web to skin plates,

Welding web to flange on Shear Links.

114m Tower Mock-up:

Aligning and performing dimensional checks prior to transportation to 

machining,

Transporting to machine shop.

Deck Plate Mock-up:

QA reviewed the 30 macro-etch samples representing the closed-rib to deck 

weld.  QA accepted 21 of the 30 samples (ABF accepted 20 of 30).  ABF is 

currently reviewing the remaining 21 samples representing the deck splice 

and diaphragm to rib and deck welds.

2 Key conversations QA spoke with ABF QCM Steve Lawton regarding the ABF evaluation of 

the Deck Mock-up macro-etches.  The disposition given in the submittal 

letter was ambiguous in that it separated the evaluation of the macro-etches 

based upon surface profile and internal discontinuities.  Mr. Lawton stated 

he would submit supplemental information to clarify the information or 

combine it into a single evaluation.
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Inspected By: McClary,David Quality Assurance Inspector
Reviewed By: Lowry,Patrick QA Reviewer
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